
 

   
 

3.2 mm LVT with Diamond 10 ® Technology  
Natural Creations® 

 
We extensively test all our products in order to determine how our different flooring products will 
perform in use �²  and, how the flooring will react to staining reagents. Owners and specifiers 
know the types of substances that may potentially stain surfaces in their building.  This chart is 
designed to provide owners and specifiers with accurate information about a wide variety of 
cleaners, disinfectants, foods, beverages, oils, organic solvent and other substances that may 
be found in buildings and affect the performance of the floor. 

Organic Solvents  Result 
Acetone 0 
Chloroform 0 
Ethyl Acetate 0 
Ethyl (Denatured) Alcohol 0 
Ethyl Ether 0 
Ethylene Glycol (Antifreeze) 0 
Formaldehyde - 10% 0 
Gasoline 0 
Isopropyl Alcohol 0 
Kerosene 0 
Methyl Ethyl Ketone (MEK) 0 
Mineral Spirits 0 
Toluene 0 
Trichloroethylene (TCE) 0 
Turpentine 0 
Xylene 0 

Alkali (Bases)    
Ammonium Hydroxide - 30% 0 
Potassium Hydroxide - 15% 1 
Sodium Hydroxide - 50% 1 
Acids    
Acetic Acid - 28% 0 
Acetic Acid - Glacial 0 
Hydrochloric Acid - 38% 0 
Lactic Acid - 10% 0 
Nitric Acid - 15% 0 
Phosphoric Acid - 85% 0 
Sulfuric Acid - 40% 0 
Sulfuric Acid - 10% 0 
 

 


